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FAO: Mr Mike Hayward

REPORTOF TESTSON: PorcelaBobo Porcel-Thin
Your Reference:

CERAM Reference:
Date Reported

C1

(12831)-3504

Date Logged
02-Mar-2012 Order Number: N/A
14-Feb-2012 Date(s) of Test(s): 20-Feb-2012 to 23-Feb-2012

Detennination of Resistance to Surface Abrasion for Glazed Tiles
BSENISO 10545-7: 1997

Test Results:

Description of Test Specimen{s): 12 tiles (cut to 100 x 1oomm)
Number of Revolutions: 6000
Surface Abrasion Classification: 4

Opinions and interpretations expressed herein are outside the scope of UKAS Accreditation.
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This report is issued in lKXXlrdance with the Conditions of Business of CERAM Research Um~ed and relateS only to the sample{s) tested. No responsibility
is taken for the accuracy of the sampling unlesS this is done under our own supervision. This report shall not be reproduced in part without the written
approval of UKAS and CERAM Research Umiled, nor used in any way as to leed to misrepleSa1l:alio d the results or their implications.

CERAM is the trading name of CERAM Research Umiled
A subsidiary of British Ceramic Resean:h Limiled Registered in England No. 1960455 Regislered Office as above.
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