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Pure Lead

Lead - Antimony - Alloy

(6 % Antimony)

Lead - Calcium - Alloy

(0.07 % Calcium)

Corrosion test

Temperature 82 °C (180 °F)

2.20 V per cell

Lead - Selenium - Alloy

(1.6 % Antimony)

Corrosion of Lead Alloys 


