
Characteristics Unit Test Methods Comments

Colour RAL Code Visual Inspection / RAL As Requested

Izod Impact Strength KJ/M2 EN ISO 180 >N/A

Melt Flow Index g/10 min EN ISO 1133 0.6 - 1.5

Particle Size mm Visual Inspection 3 - 5

Shape Visual Inspection Pellet

Bulk Density kg/m3 Density Balance 0.894 - 0.912

Filtration Level µm Mesh Size 200

Filler % N/A N/A

Additional Information Options

Testing As per BS EN 15342:2007

Sampling Sample Pellet, Moulded Plaque, Strand Sample

Packaging 25Kg Bag, Bulk Bag (Up to 1250Kg Bag Weight)

Security Stable Pallet, Shrink Wrapped 25Kg Bags

Labelling Internal Labelling and Material Identity

Shipping Collected or Delivered

Material Datasheet
PP-LM0615

Usage: NON Food Contact

Chemical Description: Polypropylene

Form: Pellet

Colour: Black / As requested

**NB** The property details shown above are typical of the material type and obtained by averaging a quantity of test results. Variances 

from the above information may occur and no guarantee can be provided or implied due to the factors that may or will influence the 

processing of the material and varied material sources to produce the material. The above information does not relieve the processor(s), 

user(s) and product manufacturer(s) of the requirement to carry out their own specific testing and experimenting.
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